2017 Outsourced Maintenance Program - Treatments

Crack Seal

Before Atter
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prevent moisture infiltration in order to mitigate the occurrencefofther distresses and reinforce the adjacent pavement.
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Concrete Repair
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including spalling and pegputs.

Page2



2017 Outsourced Maintenance Program - Treatments

Micro Surfacing Seal

Before

I aYAONER A& dzddmixtubelofidativélBlarde &iggregate, polymer modified emulsion, mineral filler and adtiéitese combined and applied to
an existing pavement using a specialized mixing and paving machine. The treatment is used to reduce water penetratiomiicorrsurface irregularities,
improve aesthetics and extend the uséfife of underlying pavement.
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Preservative Seal

Before After
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the pavement flexible, it serves to seal against water intrusion, inhibit oxidation and improve aggregate retention.
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